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1. Introduction 

Owing to its excellent mechanical robustness – high strength, stiffness, toughness (Saito et 
al., 1998; Baughman et al., 2002), excellent electrical and thermal conductivity and  
piezoresistivity (Cao et al., 2003; Grow et al., 2005; Skakalova et al., 2006), and versatile 
spectroscopic and optoelectronic properties (Burghard, 2005; Dresselhaus et al., 2005; 
Dresselhaus et al., 2007; Avouris et al., 2008), single-walled carbon nanotubes (SWCNTs) 
offer a great promise as the building blocks for the development of multi-functional 
nanocomposites (Hussain et al., 2006; Moniruzzaman & Winey, 2006; Green et al., 2009; 
Chou et al., 2010; Sahoo et al., 2010). To fabricate the SWCNT based multi-functional 
nanocomposites, one of the most used approaches is through solution or melt processing of 
SWCNT dispersions in various polymer matrices (Hilding et al., 2003; Moniruzzaman & 
Winey, 2006; Schaefer & Justice, 2007; Grady, 2009). In addition, the SWCNT dispersions in 
different liquid media of small molecules, e.g., water or organic solvents, were also proved 
to be useful for cost-effective processing of  SWCNT thin film based novel applications (Cao 
& Rogers, 2009), e.g., CNT film strain sensors (Li et al., 2004), high mobility CNT thin film 
transistors (Snow et al., 2005), SWNT thin film field effect electron sources (Bonard et al., 
1998) and various CNT film-based transparent electronics (Gruner, 2006). To fully explore 
the use of SWCNT dispersions for various technologically important applications, it is 
critical to have a good understanding of the processing-structure relationship of SWCNT 
dispersions processed by different techniques and methods (Luo et al., 2010). 
Regardless of the dispersion processing methods, it has been recognized that, to disperse 
SWCNTs at a molecular level in either small molecule solvent or polymer solution or melt is 
extremely difficult (Moniruzzaman & Winey, 2006; Schaefer & Justice, 2007; Mac Kernan & 
Blau, 2008). The fundamental reasons for such difficulties are threefold. First, the one 
dimensional tubular structure of SWCNTs imparts this novel species of very high rigidity. 
When mixed with the solvent of small molecules or flexible chain polymers, the highly rigid 
nature of SWCNTs as well as its long aspect ratio character (typically >100) results in a 
competition between the orientational entropy and the packing entropy that drives the 
mixture towards phase separation (Onsager, 1949; Flory, 1978; Fakhri et al., 2009). The 
persistence length is a physical measure of the rigidity of a chain-like or worm-like molecule 
(Tracy & Pecora, 1992; Teraoka, 2002). Depending upon the tube diameter, the theoretically 
estimated persistence length for an individual SWCNT is as high as of 30 – 1000 µm 
(Yakobson & Couchman, 2006). This result has been confirmed by the experimental studies 
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of SWCNT dynamics in aqueous suspension (Duggal & Pasquali, 2006; Fakhri et al., 2009). 
For comparison, the persistence length of a few widely studied stiff particles/molecules is: 

300 nm for the tobacco mosaic virus (TMV), 80 nm for poly (-benzyl L-glutamate) (PBLG), 
and 50 nm for double-stranded DNA (Vroege & Lekkerkerker, 1992). Second, the intertube 
van der Waals interaction of SWCNTs is very strong. The cohesive energy for a pair of 
parallel arranged SWCNTs at equilibrium is greater than 2.0 eV/nm (Girifalco et al., 2000). 
For this reason, one often finds that the SWCNTs organize into a rope or bundle structure in 
the as-produced materials (Thess et al., 1996; Salvetat et al., 1999). To disperse SWCNTs in a 
given medium at the molecular level or to exfoliate the SWCNT bundles into individual 
tubes, the strong intertube cohesive energy has to be overcome. This proved to be a difficult 
task (O'Connell et al., 2002; Islam et al., 2003; Moore et al., 2003; Zheng et al., 2003; Cotiuga 
et al., 2006; Giordani et al., 2006; Bergin et al., 2007; Liu et al., 2007; Liu et al., 2009). Lastly, 
the difficulty to disperse SWCNTs is also attributed to the topological entanglement or 
enmeshment of long aspect ratio SWCNTs, which could result kinetically quenched fractal 
structures or aggregates. 
Associated with the threefold difficulty to disperse SWCNTs is their hierarchical structures 
that one may encounter in the dispersion. As schematically shown in Fig. 1, these structures 
include: 1) the individual tubes with different molecular structure as specified by the rolling 
or chiral vector (n, m) (Saito et al., 1998); 2) the SWCNT bundles that is composed of 
multiple individual tubes approximately organized into a 2D hexagonal lattice with their 
long axis parallel to each other (Thess et al., 1996; Salvetat et al., 1999); 3) the SWCNT 
aggregates formed by the topological entanglement or enmeshment of individual tubes 
and/or SWCNT bundles; and 4) the SWCNT networks that span the entire dispersion 
sample, which may occur as a result of inter-tube, inter-bundle and inter-aggregate 
connection when the SWCNT loading in the dispersion is high. In a given SWCNT 
dispersion, the diameter and length of the individual tubes and the SWCNT bundles, the 
radius of gyration of the SWCNT aggregates, as well as the relative amount of the 
hierarchical structures of the SWCNTs could be subject to random variations. This brings 
out the length-scale related polydispersity issues. The length scales of the hierarchical 
SWCNT structures vary from ~ 100 nm for the diameter of individual tube, ~101 nm for the 
diameter of SWCNT bundles, ~ 102 – 103 nm for the length of SWCNT tubes and bundles, 
~104 – 105 nm for the size of SWCNT aggregates, and up to the macroscopic sample size for 
the SWCNT networks. Given such a broad range of length scales involved in the hierarchical 
structures of SWCNTs possibly encountered in the dispersion, one can expect that, to 
quantitatively characterize the structures of SWCNT dispersion and establish the related 
dispersion processing-structure relationship, a multi-scale characterization approach should 
be utilized.  
The past decades witnessed significant progress being made toward qualitative and 
quantitative characterization of the SWCNT dispersions by various experimental 
techniques. Among the different techniques, the microscopy based methods, e.g., optical 
microscopy (OM), electron microscopy (SEM and TEM) and atomic force microscopy 
(AFM), have been routinely used for characterizing the SWCNT structures to provide 
valuable information regarding the diameter, length, and the overall morphology for a 
given SWCNT sample. However, when applied to characterizing the SWCNT dispersions, 
the microscopy techniques typically require a sample preparation protocol that converts the 
dispersion sample from a liquid state to solid state. This may cause the structural changes of 
the SWCNTs during the sample preparation and thus fail to faithfully provide the desired 
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Fig. 1. Schematic SWCNT structures at different length scales 

in-situ structural information of the SWCNTs in the dispersion. For this reason, the 
microscopy technique will not be considered as suitable methods for in-situ structural 
characterization of SWCNT dispersions. In addition to the microscopy techniques, a few 
other conventional or non-conventional techniques emerge to show great promise for the in-
situ structural characterization of SWCNT dispersions. These emerging techniques include:  
1. Viscosity and rheological measurements; 
2. Scattering based techniques, e.g., elastic and quasi-elastic light scattering (SLS and 

DLS), small-angle X-ray and neutron scattering (SAXS and SANS);  
3. Sedimentation methods, e.g., analytical and preparative ultracentrifuge method; and 
4. Spectroscopic techniques, e.g., simultaneous Raman scattering and photoluminescence 

spectroscopy. 
To facilitate a multi-scale characterization approach for a better understanding of the in-situ 
SWCNT structures in the dispersion, the above listed experimental techniques and methods 
will be reviewed in this chapter. For each of the methods, the underlying physical principles 
and their applications for the in-situ structural characterization of SWCNT dispersions are 
discussed in the subsequent sections. 

2. Viscosity and rheological measurements 

Suspensions or dispersions, in which the microscopically visible solid particles or fillers are 
dispersed in a continuous phase like water, organic solvent or polymer solutions, find 
themselves a great technical importance in many different areas, e.g., biotechnology, cement 
and concrete technology, ceramic processing, coating and pigment technology, etc. The 
rheological behavior of a two-phase suspension system has received a great attention and 
been studied for many years (Batchelor, 1974; Jeffrey & Acrivos, 1976; Russel, 1980; Metzner, 
1985; Bicerano et al., 1999; Hornsby, 1999; Larson, 1999; Petrie, 1999). One area concerning 
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the rheological behavior of a suspension system is to understand the shear viscosity of a 
suspension. To this effect, hundreds of empirical, semi-empirical, and theoretical 

relationships have been developed for relating the dispersion viscosity, , with respect to 
the volume fraction, the shape of the fillers, and the shear rate under which the viscosity is 
measured (Bicerano et al., 1999; Hornsby, 1999; Shenoy, 1999). At very low filler volume 

fraction and zero shear rate, the viscosity   of a suspension or dispersion is given by: 

  
0

1
  


   (1) 

where 0 is the viscosity of the liquid medium,  is the volume fraction of the fillers, and [] 
is termed as the intrinsic viscosity and it is a dimensionless, scale-invariant functional of the 
shape of the filler particle. By applying the numerical path integration technique, Douglas et 
al (Mansfield & Douglas, 2008) presented an accurate expression for the intrinsic viscosity of 
cylinders applicable to a broad range of aspect ratios (2.72 < A < ∞), which is: 
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where A is the aspect ratio of the cylinder and equals to the ratio of the cylinder length L to 

its diameter d. By taking advantage of the rigid rod nature of SWCNTs (Yakobson & 

Couchman, 2006; Duggal & Pasquali, 2006; Fakhri et al., 2009) and on the basis of Eq. (1) and 

(2), the aspect ratio of SWCNTs in the dispersion might be determined by the viscosity 

measurement technique, e.g., the steady-state simple shear experiments. 

By following this line of thought, a few studies were carried out for determining the aspect 
ratio of SWCNT particles in superacid (Davis et al., 2004) and aqueous dispersions (Parra-
Vasquez et al., 2007), where the volume fraction of SWCNTs is a few factor of 10-5. The 

experimentally determined intrinsic viscosity of SWCNTs in superacid (8300  830) and in 

aqueous dispersion (7350  750) respectively lead to the estimated aspect ratio of SWCNTs 

to be 470  30 and 505  35.  The similar and very large aspect ratio of the SWCNTs in these 
two distinctly different dispersion systems indicate the dominant structures of SWCNTs in 
the dispersion are the individual tubes and/or the SWCNT bundles. It is noted that, the 
intrinsic viscosity relationship used in these studies is based on a formula given by 
Batchelor (Batchelor, 1974), which is: 

  
2

28 1 0.64
1.659

45 1 1.5

A   
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When compared to the accurate expression given by Eq. (2) (Mansfield & Douglas, 2008), the 

relationship given by Eq. (3) overestimates the intrinsic viscosity by 12% or more for the 

rods with aspect ratio below 100.  

In order to appropriately use Eq. (1) and (2) for estimating the aspect ratio of SWCNTs in the 
dispersion, the volume fraction of the filler particles has to be kept low. In addition to this 
requirement, the viscosity measurements also need to be done at a relatively low shear rate. 
Otherwise, the slender particles with large aspect ratio, e.g., SWCNTs, can be aligned along 
the flow direction to cause the shear-thinning effect and thus result in a shear-rate 
dependent intrinsic viscosity, which is not taken into account by Eq. (1) and (2). The Peclet 
number (Bicerano et al., 1999; Larson, 1999) (Pe), defined by the ratio of the characteristic 
experimental shear rate to the rotational diffusion coefficient of the filler particle,  
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can be used as a criterion to select appropriate experimental conditions to avoid the 
complication caused by the shear-thinning effect. When Pe is smaller than 1, the rotational 
Brownian motion of the slender particle is able to overcome the shear-field induced 
alignment and randomize the particle orientation to minimize the shear-thinning effect. In 
Eq. (4), kB is the Boltzmann constant and T is the temperature. The rotational and 
translational diffusion coefficient, Dr and Dt, is taken from the work by Bonet Avalos 
(Avalos et al., 1993) and Yamakawa (Yamakawa, 1975). Dt is given here for completeness 
and convenience and will be used for a later discussion on the dynamic light scattering 
technique for characterizing the SWCNT structures.  
The steady-state simple shear experiments for the SWCNT dispersion at relatively low 
particle volume fraction allow one to determine the intrinsic viscosity of SWCNTs and thus 
infer the particle aspect ratio. In addition to this, the unsteady-state simple shear 
experiments, e.g., small-amplitude oscillatory flow, also enable one to study the viscoelastic 
behavior of SWCNT dispersions at relatively high particle volume fraction.  Hough et al. 
(Hough et al., 2004) investigated the dynamic mechanical properties of SWCNT aqueous 
dispersions with particle volume fraction greater than 10-3. The observed oscillation 
frequency independent storage modulus G’ and loss modulus G’’ allow the author to infer 
the presence of SWCNT network structures in the dispersion. The network structure is 
formed by the physical association of the SWCNT rods, and the bonding energy responsible 
for the association is as high as ~ 40 kBT. The similar viscoelastic behavior studies were 
performed for the SWCNT dispersion in epoxy (Ma et al., 2009) and in unsaturated 
polyester (Kayatin & Davis, 2009). These polymeric resin based dispersion system presents a 
strong elastic response at relatively high volume fraction of SWCNTs, which also signifies 
the formation of SWCNT networks. 

In brief, the viscosity and rheological measurements are capable of providing the in-situ 

structural information of SWCNTs in different dispersing media. The SWCNT structures 
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being probed include the aspect ratio of the individual tubes or SWCNT bundles as well as 

the network formation of SWCNTs.   

3. Scattering techniques  

For a long time, the elastic scattering techniques, e.g., static light scattering (SLS), small 
angle X-ray (SAXS) and neutron scattering (SANS) have been widely used for obtaining the 
structural information of materials of many kinds (Guinier & Fournet, 1955; Glatter & 
Kratky, 1982; Feigin & Svergun, 1987; Chu, 1991; Higgins & Benoit, 1994). In a typical elastic 
scattering experiment, a collimated beam of probe particles, e.g., photons in SLS and SAXS, 
neutrons in SANS, interacts with a sample system that is composed of many scattering units 

or scatterers. The interaction between the probe beam and the scatterer at position ir


 

produces a spherical scattered wave propagating outwardly from ir


 toward the detector. 

The scattering beam intensity recorded by the detector, ID, is a result of the superposition of 
the multiple spherical scattered waves originated from the many scatterers that are bathed 
in an illuminated volume V defined by the incident probe beam and the detection optics. ID 

is related to the differential scattering cross section d/d and given by (Graessley, 2004): 
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Normalized by the incident flux of the probe particles, which is the number of the particles 
impinging on a unit area of the sample per unit time, the differential scattering cross-section 

d/d is defined as the number of scattered particles generated per unit time per unit 
volume of the sample within a unit solid angle subtended by the detector. In Eq. (5), bj is the 
scattering length of the scatterer j, a quantity to measure the scattering power of a given 
species that depends on the details of the probe/scatterer interaction; I0 is the incident beam 

intensity; rD is the distance from the scatterer to the detector; q


is the scattering vector and 

defined by the difference between the propagation vector of the incident beam (2 0s


/) and 

that of the scattered beam (2 Ds


/); the scattering angle formed by the incident beam and 

the scattered beam is ; and  is the wavelength of the incident beam. As noted in Eq. (5), the 

scattered beam intensity contains the relative spatial position ( jr


- kr


) of the scatterers, which 

forms the basis of using the elastic scattering techniques for characterizing the structures of 
suspension or dispersions. For a dispersion system of monodispersed particles with random 
orientation, the generalized differential scattering cross section given by Eq. (5a) can be 
simplified to (Ballauff et al., 1996; Pedersen, 1997; Peterlik & Fratzl, 2006):  

 2 2 ( ) ( )
d

n P q S q
d

   


 (6) 
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where n is the number density of the particles;   is the difference in scattering length 
density (scattering length per unit volume of the dispersion particle) between the particles 
and the dispersing medium; v is the volume of the particle; P(q) is the particle form factor 
due to the intra-particle contribution to the scattering and characterizes the particle size and 
shape; and S(q) is the structure factor to reflect the inter-particle contribution to the 
scattering, which characterizes the relative positions of different particles and contains the 
interaction information between the particles. Owing to the difficulties of separating the 
inter- and intra-particle contributions to the dispersion structure, the scattering experiments 
are usually carried out for dilute dispersion system to minimize the inter-particle 
contribution. In this case, the structure factor S(q) = 1. Without introducing the complication 
of the inter-particle contribution, the size and shape of the particles in a dilute dispersion 
can be determined by fitting the scattering intensity with Eq. (6) by applying appropriate 
form factor P(q). Pedersen (Pedersen, 1997) summarized 27 different form factors, a few of 
which relevant to the structural characterization of SWCNT dispersions are given below:    
1. Form factor for cylinder of length L and radius R 

 
  2/2

1
1

0

sin ( cos ) / 22 ( sin )
( ) sin

sin ( cos ) / 2

qLJ qR
P q d

qR qL

 
 

 
 

  
  

  (7) 

where J1(x) is the Bessel function of the first kind of order one. 
2. Form factor for flexible polymer chain 
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where Rg2 is the mean squared radius of gyration of a Gaussian chain and equals to (Lclk)/6. 
Lc is the contour length and lk is the Kuhn step length of the polymer chain.    
3. Form factor for cylinder of length L and radius R with attached Nc Gaussian chains of 

contour length Lc 
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where J0(x) is the Bessel function of the first kind of order zero;  and c is respectively the 
total excess scattering length of the cylinder and the polymer chains.  
Dror (Dror et al., 2005), Yurekli et al. (Yurekli et al., 2004) and Granite et al. (Granite et al., 
2010) respectively investigated the structures of styrene-sodium mealeate copolymer and 
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gum arabic wrapped, SDS–stabilized, and pluronic copolymer dispersed SWCNT 
dispersions by SANS technique. All these studies indicated that the dispersing agents, either 
the ionic surfactant SDS or the copolymers being used, adsorbed on the SWCNTs to form a 
core-shell structure, in which the core is formed by thin SWCNT bundles and the shell is 
attributed to the physical adsorption of the dispersing agents. With the refined cylindrical 
core-shell form factors, the diameter of the core and the thickness of the shell have been 
determined by fitting the experimentally determined SANS scattering intensity. It is 
particularly interesting to note that, for the SDS-stabilized SWCNT dispersions, the SANS 
experiments indicated that, within the shell, the SDS surfactant molecules do not form any 
ordered micelle structures but are randomly distributed (Yurekli et al., 2004). One recent 
molecular dynamic simulation study on the SDS aggregation on SWCNTs (Tummala & 
Striolo, 2009) supports such a viewpoint. However, another MD simulation study (Xu et al., 
2010) reveals a much delicate situation for the SDS structure formation on SWCNTs. 
Depending upon the diameter of SWCNT as well as the coverage density, the SDS 
molecules can organize into cylinder-like monolayer structure, hemicylindrical aggregates, 
and randomly organized structures on the surface of a SWCNT. It is expected that the 
combined simulation and scattering experiments could ultimately help to have a better 
understanding of this interesting phenomena.    
In addition to the above described form-factor modeling approach, another commonly used 
method for understanding, analyzing and interpreting the small-angle scattering data is by a 
much simpler and physically appealing scaling approach (Oh & Sorensen, 1999; Sorensen, 
2001). The scaling approach is based on a comparison of the inherent length scale of the 
scattering, 1/q, and the length scales in the system of scatterers to qualitatively understand 
the behaviors of the differential scattering cross section in relation to the structures of the 
scattering system. Two limiting situations can be used for illustrating the principle of the 
scaling approach. When the n scatterers are within a 1/q distance from each other, the phase 

of the n scattered waves will be in phase and   1j kq r r  
 

. In this case, the double sum in 

Eq. (5a) equals to n2. On the other hand, when the n scatterers are separated from each other 
by a distance greater than 1/q, the phase of the n scattered waves will be random and 

  1j kq r r  
 

. In such a case, the double sum in Eq. (5a) equals to n. With these results and 

bear in mind that, for a finite-sized scattering system with uniformly distributed scatterers, 
the non-zero scattering contribution at a scattering angle other than zero is due to the 
scatterer density fluctuation on the surface, one can derive a power-law relationship for the 
scattering intensity of a fractal aggregate with respect to the inherent length scale of 1/q (Xu 
et al., 2010). It is stated as: 

 2( ) 1 /D
D g g

d
I n qR for a q R

d

    


 (10) 

where D is the fractal dimension of an aggregate system. For a homogeneous 1D rod, D = 1; 
2D disk, D = 2; and 3D sphere, D = 3. Eq. (10) applies to a fractal aggregate system defined 
by two length scales: a is the size of the scatterer and Rg is the radius gyration of the 
aggregate. The scaling approach makes the physical significance of the inherent length scale 
1/q more transparent and easier to comprehend.  
With the help of Eq. (10), the fractal structures of SWCNTs in the dispersion have been 
investigated by SAXS (Schaefer et al., 2003a; 2003b), SANS (Zhou et al., 2004; Wang et al., 
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2005; Bauer et al., 2006; Hough et al., 2006; Urbina et al., 2008) and SLS (Chen et al., 2004). 
Depending upon the sample preparation conditions, both the rigid-rod structure of 
SWCNTs (with D = 1) and the entangled SWCNT fractal networks (2 < D < 3) have been 
observed. It is noted that, among the different scattering techniques being used for 
characterizing the SWCNT structures in different types of dispersions, the SANS was more 
popular than the others. This is partially attributed to the relatively high scattering contrast 

() of SWCNTs when interact with neutron as compared to X-rays. In addition, the strong 
optical absorption of SWCNTs in the visible light region could potentially complicate the 
SLS experiments and make the data interpretation and analysis more difficult. The 
experimental difficulties related to the SLS technique for the structural characterization of 
SWCNT dispersions has not been given sufficient attention.  
The scattering experiments introduced above rely on measuring the time-averaged 
scattering intensity as a function of the scattering vector for characterizing the dispersion 
structures. In addition to this approach, another type of scattering experiments, e.g., 
dynamic light scattering (DLS) or quasi-elastic light scattering (Chu, 1991; Berne & Pecora, 
2000; Teraoka, 2002), is also a valuable technique for in-situ characterizing the dispersion 
structures. The DLS method takes measurements of the time fluctuation of the scattered 
beam intensity to determine the time-dependent correlation function of a dynamic system, 
which provides a concise way for describing the degree to which two dynamic properties 
are correlated over a period of time. In DLS experiments, the normalized time correlation 

functions, g2(),  of the scattered light intensity is recorded and given by: 

 
2

( ) ( )
( )

( ) ( )
D D

D D

I t I t
g

I t I t
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which is related to the time correlation function,  g1() , of the scattered electric field (ED)  
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by 

  22 1( ) 1 ( )g g     (13) 

where  is a constant determined by the specific experiment setup. Both polarized and 
depolarized DLS experiments can be performed. In the former (latter) experiments, the 
incident beam is in a vertical polarization direction and the vertically (horizontally) 
polarized scattered light is detected. Depending upon whether a polarized or depolarized 

DLS experiment is performed, for a dilute dispersion of rodlike particles, g1(), is related to 
the distribution of the diffusion coefficients of the particles by (Chu, 1991; Berne & Pecora, 
2000; Lehner et al., 2000; Shetty et al., 2009) : 

 1( ) ( )exp( )g G d      (14a) 

 2 6t rD q D    for depolarized DLS (14b) 

 2
tD q   for polarized DLS (14c) 
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where G() is a distribution function to characterize the polydispersity of the particles; Dt 

and Dr are respectively the translational and rotational diffusion coefficients of the rods.  

Upon determination of the rotational and translational diffusion coefficient by the 

depolarized DLS measurements, one can solve the system equation of Eq. (4b) and (4c) to 

obtain the length and diameter of the rods. With this approach, Shetty et al (Shetty et al., 

2009) and Badaire et al (Badaire et al., 2004) respectively investigated using the polarized 

DLS technique for in-situ determination of the average length and diameter of 

functionalized SWCNTs as well as SDS-stabilized SWCNTs in aqueous dispersions. Similar 

to SLS technique, the strong optical absorption of SWCNTs could also cause the 

experimental difficulties in using the DLS technique for the structural characterization of 

SWCNT dispersions.  

4. Sedimentation characterization techniques  

Analytical ultracentrifugation is a powerful and well-known technique in the areas of 

biochemistry, molecular biology and macromolecular science for characterizing the 

sedimentation, diffusion behaviors and the molecular weights of both synthetic and natural 

macromolecules (Fujita, 1975; Laue & Stafford, 1999; Colfen & Volkel, 2004; Brown & 

Schuck, 2006). The preparative ultracentrifuge also found applications on the 

characterization of proteins (Shiragami & Kajiuchi, 1990; Shiragami et al., 1990) and 

macromolecules (Pollet et al., 1979). Fig. 2 schematically shows the operational principle of 

the ultracentrifugation technique for characterizing the dispersion structures. When the 

dispersion is subject to centrifugation, the centrifugal force and the thermal agitation 

respectively cause gravitational drift and Brownian motion of the small particles in the 

dispersion. As a result, the originally uniformly distributed small particles with 

concentration of C0 will develop into a certain concentration profile C(r, t) at a given time t. 

The governing equation for describing the particle concentration profile can be derived on 

the basis of mass balance (Mason & Weaver, 1926; Waugh & Yphantis, 1953; Fujita, 1975; 

Shiragami & Kajiuchi, 1990) and given by: 
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where s and D are respectively the sedimentation and translational diffusion coefficient of 
the particles. For rodlike particles, the relationship between D and its geometric dimension 
is given by Eq. (4c); and s is given by: 
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In Eq. (16), m is the mass of the particle;  is its partial specific volume and can be 

approximated by the reciprocal of the particle mass density; and 0 is the density of the 
liquid media.  
An approximation is implied in Eq. (15). That is, irrespective of its distance from the center 

of rotation, the centrifugal field experienced by the particle is uniform and given by 2rm. 
With this approximation, Eq. (15) can be solved analytically and the solution can be found in 
the cited references. With the analytical ultracentrifuge instrument, one can experimentally 
measure the concentration profile of the dispersion at a given set of centrifugation 
conditions. Upon fitting the theoretically predicted concentration profile given by Eq. (15), 
the transport properties, s and D, of the particle can be determined, from which the 
structural information of the particle can be inferred. The analytical ultracentrifuge has 
recently been reported as a methodology for rapid characterization of the quality of carbon 
nanotube dispersions (Azoubel & Magdassi, 2010). Nevertheless, no efforts have been 
pursued for quantitatively extracting the structural information of the carbon nanotube 
dispersions being studied in this work.  
In addition to the analytical ultracentrifuge approach, another sedimentation measurement 
based characterization technique - preparative ultracentrifuge method (PUM) (Liu et al., 
2008) has been recently developed by the authors. The PUM method relies on measuring 
and analyzing the sedimentation function of a given SWCNT dispersion for quantitative 
characterizing the transport properties and the structures of SWCNTs. The idea to define the 
sedimentation function is schematically shown in Fig. 2 and described as follows: when a 
certain amount of dispersion is subject to centrifugation, the number of particles, N(V, t=0), 
in a given control volume V before centrifugation will decrease to N(V, t) after time t. The 
sedimentation function is given by the ratio of N(V, t) to N(V, t=0) and related to the particle 
concentration profile C(r, t) by: 
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where A(r) is the cross-section area of the centrifuge tube used for performing the PUM 
experiments. For a given set of centrifugation condition (rotor type, rotation speed and the 
centrifuge tube geometry), the sedimentation function is uniquely determined by the 
distributed sedimentation and diffusion coefficients and, therefore, the distributed lengths 
and diameters of SWCNT particles in a given dispersion. The experimental protocols for 
measuring the sedimentation function of SWCNT dispersions as well as its theoretical 
derivation can be found in Liu et al ’s work (Liu et al., 2008).  
With the analytical solution of Eq. (15) for the concentration profile C(r, t), the 
experimentally determined sedimentation function can be fitted by Eq. (17) to give the bulk 
averaged s and D values of a given SWCNT dispersion. It should be noted that, in 
comparison to the DLS technique, the PUM method intends to have an overestimation of the 
translational diffusion coefficient D. Therefore, to determine the structural information of 
SWCNTs by the PUM method with Eq. (4c) and Eq. (16), one has to separately measure the 
diffusion coefficient of the SWCNTs, e.g., by the DLS measurement. The PUM method has 
been successfully used for studying the processing-structure relationship of SWCNT 
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dispersions processed by sonication and microfluidization techniques (Luo et al., 2010). The 
comparative studies indicate that, in addition to the energy dissipation rate, the details of 
the flow field can play a critical role in dispersing and separating the SWCNT bundles into 
individual tubes. 
To examine the PUM method against the commonly used AFM approach for characterizing 
the SWCNT structures, an individual-tube enriched SWCNT dispersion was prepared. In 
brief, an SWCNT/SDBS/H2O dispersion was probe-sonicated for 30 minutes and then 
subject to ultracentrifugation for ~ 3hrs at 200, 000g. The supernatant, which is concentrated 
by individual tubes, was collected and examined by both the PUM and the AFM technique 
for determining the averaged length and diameter of the SWCNT particles. The PUM 
method was carried out with a fix-angle rotor by the OptimaTM MAX-XP ultracentrifuge 
instrument (Beckman Coulter, Inc.) and the DLS measurement was performed with the 
Delsa Nano C Particle Size Analyzer (Beckman Coulter, Inc.). The experimentally 
determined and theoretically fitted sedimentation functions for both the as-sonicated and 
the individual tube enriched SWCNT dispersions are shown in Fig. 3a. The fitted values of 
the sedimentation coefficient, s, are given in Table 1. In the same table, the diffusion 
coefficients measured by the polarized DLS method, the bulk averaged length and diameter 
values calculated with Eq. (4c) and Eq. (16) are also listed. With a spin-coating based sample 
preparation protocol, the individual tube enriched SWCNT dispersion was also examined 
by the AFM technique. The representative topography image and the SWCNT length and 
diameter obtained by AFM are respectively shown in Fig. 3b and listed in Table 1. A 
reasonable agreement between the AFM measurement and the PUM method has been 
found for both the length and diameter of the examined individual SWCNTs.  
 

 

Fig. 2. Operational principle of analytical and preparative ultracentrifuge method for the 
structural characterization of SWCNT dispersions.  
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To further validate the PUM method, the sedimentation function for a standard polystyrene 
(PS) sphere dispersion in water (PS diameter of 100 nm) was determined experimentally and 
fitted theoretically, and the results are shown in Fig. 3c. Two different types of rotors, fixed-
angle and swing-bucket, were used for comparing the effect of rotor geometry. With the 
sedimentation coefficient determined by the PUM method, the diameter of the PS sphere 
was accordingly calculated by: 

 0
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 (18) 

The results are given in Table 1. The PUM determined PS sphere diameter deviates from the 
standard value of 100 nm by about 10%.  Depending upon whether the fixed-angle rotor or 
the swing-bucket rotor is used, the PS diameter determined by the PUM method is 89.7 nm 
and 106.2 nm respectively. The effect of rotor geometry for the PUM method is clear.  
 

 

 

Fig. 3. (a) Experimentally determined and theoretically fitted sedimentation functions for as-
sonicated and individual tube enriched SWCNT dispersions; Ultracentrifugation conditions – 
Fixed-angle rotor, 13,000 g for the as-sonicated dispersion and 65,000 g for the individual tube 
enriched dispersion; (b) AFM micrograph of the individual tube enriched SWCNT samples. 
Sample was prepared by spin coating and drying in the air on silicon wafer. (c) Experimentally 
determined and theoretically fitted sedimentation functions for the standard 100 nm PS sphere 
dispersion; Ultracentrifugation conditions – Fixed-angle rotor and Swing-bucket, 18, 000 g  

Unlike the classical analytical ultracentrifuge approach, in which the concentration profile of 
the dispersion particles is mapped in the centrifugation process, the PUM method relies on a 

(c) 

(a) (b) 
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post-centrifugation process to experimentally determine the sedimentation function. From 
the instrument perspective, this is a big advantage since there is no complicated real-time 
detection optics is involved for the PUM method.    
 

  SWCNT/SDBS/H2O Dispersions 

AFM PUM 

200,000 g Centrifuged As-sonicated 200,000 g Centrifuged 

L = 603  336 nm s = 1.76  10-11 

sec 

L = 2541 nm s = 2.40  10-13 

sec 

L = 821 nm 

d=0.94  0.28 nm D = 1.12  10-8 

cm2/sec 

d = 7.6 nm D = 4.37  10-8 

cm2/sec 

d = 0.82 nm 

Standard 100 nm polystyrene spheres 

Standard PUM 

 
100 nm 

Fixed-angle rotor Swing-bucket rotor 

s = 2.46  10-11 

sec 

d = 89.7 nm s = 3.45  10-11 

sec 

d = 106.2 nm 

Table 1. Comparison of AFM and PUM method for characterizing the SWCNT structures 
and standard 100 nm PS spheres 

5. Spectroscopic techniques for charactering the bundling states of SWCNTs 

In an as-prepared and well-dispersed SWCNT dispersion, the SWCNTs may either exist as 
individual tubes or present in a SWNT bundle. The techniques introduced above, including 
the viscosity and rheological measurements, different scattering techniques, and the 
sedimentation characterization methods, can hardly provide a reliable estimation on the 
relative percentage of individual tubes or the exfoliation efficiency of SWCNT bundles in a 
given dispersion. Given the important roles of bundling states in studying the fundamental 
photophysics of SWCNT (O'Connell et al., 2002; Torrens et al., 2006; Tan et al., 2007; Tan et 
al., 2008) and developing high-performance SWCNT-reinforced nanocomposites (Liu & 
Kumar, 2003; Ajayan & Tour, 2007), it is critical to have the capability for quantitative 
characterization of the degree of exfoliation for a given SWCNT dispersion.  
By observing the broadening and red-shift of the featured absorption peaks of SWCNTs 
(Hagen & Hertel, 2003), the UV-visible-NIR spectroscopy has been used for qualitatively 
distinguishing the individual tube enriched SWCNT dispersions from the bundled ones. 
Moreover, Raman spectroscopy was also intensively used for characterizing the spectral 
characteristics induced by SWCNT bundling, which includes, e.g., the frequency upshift of 
the radial breathing mode (RBM) (O'Connell et al., 2004; Izard et al., 2005) and G-band 
broadening (Cardenas, 2008; Husanu et al., 2008). Using a 785 nm laser as the excitation 
source, Heller et al. (Heller et al., 2004) demonstrated a positive correlation between the 
intensity of the 267 cm-1 RBM band and the bundling/aggregation states of various SWCNT 
samples. This valuable observation has been widely used for qualitative determination of 
the bundling states of SWCNT samples (Graupner, 2007; Kumatani & Warburton, 2008). The 
authors recently developed a simultaneous Raman scattering and PL spectroscopy 
technique (SRSPL) (Liu et al., 2009; Luo et al., 2010) to provide a new way for quantitative 
characterization of the bundling states of SWCNT dispersions.  
When a laser interacts with a semi-conductive SWCNT, it can excite both the vibrational and 
electronic energy transition (Fig. 4a). As a result, one can detect the Raman scattered and the 
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PL emitted photons to acquire the Raman scattering and photoluminescence spectra 
(Burghard, 2005; Dresselhaus et al., 2005; Dresselhaus et al., 2007), from which the 
molecular/atomic and electronic structures of SWCNTs can be inferred.  
 

 

Fig. 4. Simultaneous Raman scattering and photoluminescence spectroscopy (SRSPL) for the 
degree of exfoliation and the defect density characterization of SWCNTs. a) operation 
principle of SRSPL method; b) SRSPL determined degree of exfoliation of SWCNTs 
processed by microfluidization and sonication; c) defect density characterization by SRSPL 
and Raman D-band  for SWCNTs functionalized with diazonium salt. 

In general, the Raman and PL spectra are taken separately by two different instruments – 
Raman spectrometer and fluorometer and analyzed independently. Nevertheless, as 
demonstrated in Liu et al’s work (Liu et al., 2009), there is a significant advantage for 
acquiring the Raman and PL spectra of SWCNT dispersions simultaneously with the same 
optics. In this case, without introducing the complicated instrument correction factors, the 
intensity ratio of a PL band (IPL) to a Raman band (IRaman) is directly related to the intrinsic 
optical and spectroscopic properties of SWCNTs by:       

 PL

Raman

I

I




   (19) 

where  is the optical absorption cross-section,  is the Raman scattering cross-section, and 

 is the PL quantum yield of the SWCNT. Due to the presence of metallic SWCNTs in its 

very near neighbor, the PL of a semi-conductive SWCNT can be quenched when it is in a 
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SWCNT bundle. Using this fact and on the basis of Eq. (19), one can quantitatively 

determine the percentage of individual tubes or the degree of exfoliation for a given 

SWCNT dispersion with the SRSPL method (Liu et al., 2009; Luo et al., 2010).  Fig. 4b 

compares the efficiency of the microfluidization and the sonication processes in exfoliating 

SWCNT bundles as examined by the SRSPL method. Again, it is clear that, the details of the 

flow field can play a critical role in separating the SWCNT bundles into individual tubes. 

In addition to its capability for quantifying the degree of exfoliation, the SRSPL can also be 
used for characterizing the defect density of chemically functionalized SWCNTs. This is 
based on that, upon chemical functionalization, the defects introduced on the sidewall of a 
semi-conductive SWCNT effectively reduced the defect-free segment length, which cause a 
reduced PL quantum yield (Rajan et al., 2008). Fig. 4c demonstrated the SRSPL method for 
characterizing the defect density of diazonium salt functionalized SWCNTs (Xiao et al., 
2010). In the same figure, the commonly used Raman D-band over G-band ratio (Graupner, 
2007) for the same purpose is also shown for comparison. It is clear that the SRSPL and the 
Raman D-band method complement to each other; the former is suitable for low defect 
density and the latter is more appropriate for high defect density characterization.       

6. Conclusion 

The hierarchical structures of SWCNTs with a broad range length scales can be found in a 
dispersion, which may include: 1) individual tubes with different molecular structure as 
specified by the rolling or chiral vector (n, m); 2) SWCNT bundles that is composed of 
multiple individual tubes approximately organized into a 2D hexagonal lattice with their 
long axis parallel to each other; 3) SWCNT aggregates formed by the topological 
entanglement or enmeshment of individual tubes and/or SWCNT bundles; 4) SWCNT 
network that spans the overall dispersion sample. In order to establish the processing-
structure-property relationship of SWCNT enabled multifunction nanocomposites and 
SWCNT dispersion related novel applications, an in-situ and quantitative characterization 
of the hierarchical structures of SWCNTs in the dispersion is necessary.  With an emphasis 
on the underlying physical principles, the recently emerging experimental techniques that 
enable an in-situ and quantitative structural characterization of SWCNT dispersions are 
reviewed in this chapter, which include: 1) Viscosity and rheological measurements; 2) 
Elastic and quasi-elastic scattering techniques; 3) Sedimentation characterization methods; 
and 4) Spectroscopic techniques. Each of these techniques has its own length-scale vantage 
for the structural characterization of SWCNTs in the dispersion. To fully characterize the 
hierarchical structures of SWCNTs in the dispersion and understand their roles in 
controlling the properties and performance of SWCNT enabled multifunction 
nanocomposites and SWCNT dispersion related novel applications, the best approach is to 
be able to wisely and coherently utilize the introduced techniques to their advantages. For 
different reasons, the hierarchical structures of SWCNTs in the dispersion are subject to a 
certain distribution. This brings out the polydispersity issues, which have not been 
addressed by the experimental techniques being reviewed here. Future research should be 
directed toward overcoming this even more challenging issue.  
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