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Chapter

Sustainable and Efficient 
Hydroforming of Aerospace 
Composite Structures
Bo C. Jin, Xiaochen Li, Karl Neidert and Michael Ellis

Abstract

Hydroforming, in comparison with sheet stamping, is an efficient and economi-
cal manufacturing process for complex-shape aerospace composite parts because 
it does not require the use of a female die. The hydroforming manufacturing 
method is expected to greatly increase the formability of composite parts by using 
a controllable heated and pressurized fluid that acts as a support for the composite 
sheet throughout the forming process. The design of a hydroforming process and 
a machine to shape complex aerospace composite parts is proposed in this chapter. 
The design and analysis of a sheet metal hydroforming machine with composite 
overwrap are presented to sustainably and efficiently produce not only the aero-
space composites but also dual-phase and bake hardened steel parts with complex 
3D geometry.

Keywords: aerospace composite structures, sustainable manufacturing, 
hydroforming

1. Introduction

1.1 Background

Sheet hydroforming is a process that was primarily developed for the needs of 
the aircraft and aerospace industry. In sheet hydroforming, formed tooling blocks 
are placed in the loading tray of a pressure vessel, and pre-cut sheet metal blanks 
are placed over the blocks. Throw pads are then placed over the blanks to cushion 
sharp edges. The tray is then fed into the pressing chamber as a thick elastic blanket 
is unrolled over the tool and sheet metal. It is then backfill pressurized with hydraulic 
fluid under ultra-high pressure. The elastic fluid cell blanket diaphragm expands 
and flows downward over and around the metal blank. The sheet metal is pressed to 
follow the contour of the die block, exerting an even, positive pressure at all contact 
points. As a result, the metal blank is literally wrapped to the exact shape of the die 
block. The press is then depressurized for unloading the tray [1]. This process is ideal 
for prototyping and low volume production in aluminum, titanium, stainless steel, 
and other malleable aerospace alloys such as metal-composite panels in low volumes.

The primary pressure containment vessels used in these machines are designed 
to contain ultra-high pressures. In some cases, the internal pressures can be as high 
as 137.90 MPa (20,000 psi). In small diameter tubing this is a notable pressure. 
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However, as the diameter and area of the pressure chamber increases, the total pres-
sure is applied to a significantly larger surface area, resulting in total loading forces 
that are exceedingly high.

Current designs in operation feature a traditional circular cross-section, a 
familiar geometry to most designers. However, the actual pressures exerted inside 
the chamber are not cylindrically uniform, as they would be in a fluid or gas pres-
sure tank. Instead, the pressure loading originates from hydraulic working fluid 
inside a fundamentally rectangular shaped tray. These loads are then transferred 
into solid metal blocks called yoke plates that in turn each press against the walls of 
the pressure containment chamber with varying degrees of force.

The non-uniform pressure loading of the cylindrical pressure vessel wall results 
in localized forces that cause engineers to use excessive or unnecessary material, 
which increases both the weight and cost of the equipment Figure 1.

The objective of this project was to optimize the cross-sectional profile, attri-
butes, and material usage of a pressure containment vessel for use in a hydroform-
ing manufacturing press. The new design was to be preferable in cost, weight and 
overall performance. Finite element analysis was used extensively to validate the 
current operational design, material alternatives and the optimized cross-section 
designs proposed. The design is a modular construction consisting of several pres-
sure containment sleeve rings fabricated from layers of radially axial wound high 
strength composite fiber filament infused with resin stabilizer over a metal liner. 
Into this envelope of several joined compression rings slides a movable pressure 
vessel that features a top-load clamshell cartridge type design. Integral to the lid 
of the forming chamber is a series of elastomeric tubes that work in unison to 
produce a type of a high-pressure hydroforming diaphragm. This modular “sleeve 
over sandwich” pressure containment scheme is designed to enable the system to be 
easily configured in various shapes, sizes and lengths. It is also conceived to improve 
functionality, capability and serviceability. Because of the unique properties of the 
design, it can be easily configured in various lengths so that a wide range of prod-
ucts can be produced including 100 kW wind turbine blades.

The proposed concept sets forth numerous innovative breakthroughs that infuse 
legacy hydroforming technology with renewed vigor and greatly improved compe-
tence. The design is conceived to deliver enhanced functionality, capability, cost and 
serviceability as well as resale value. State-of-the-art sensing and computation enable 
many of the advancements. The parametric geometrical modeling of the liner and 
composite overwrap was performed using FEA software [2] which is proved to be an 

Figure 1. 
Typical configuration of current commercial solutions (courtesy of Avure Inc.).
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efficient method to verify the design and optimize geometry of advanced composite 
structures [3–10]. Parameters such as composite overwrap winding thickness, and 
the geometric outline of the liner and containment, were parametrically investigated 
to obtain optimized stress–strain relationships under hyper-pressure.

1.2 Objectives and structure

Currently the most powerful hydroforming pressure forming chambers are 
cylindrical constructions of high-strength, pre-tensioned steel wire wound over 
solid steel winding armatures. They are designed to meet “leak-rather-than-break” 
criteria”. Some frames of this type can contain forces up to 137.89 MPa (20,000 psi) 
of operational pressure.

The objective of this project regarding the pressure containment system is to 
develop a non-cylindrical master section design that is comprised fundamentally 
of three elements: (a) Composite windings, b) a winding core, c() aluminum yoke 
plates. The design failure target for pressure containment is 165.47 MPa (24,000 psi). 
That is 137.89 MPa (20,000 psi) with a 20% safety factor or 110.32 MPa (16,000 psi) 
with a 50% safety factor. The containment section is intended to be configured to 
reduce weight significantly over “HS Steel Over Steel” chamber construction. It is 
intended to allow a completed machine to rest directly on a standard factory floor 
without additional floor structure reinforcements. The assumption for the proposed 
cylinder construction is composite over aluminum yoke plates. Composites may 
include glass, Kevlar 49, and carbon fibers. This study uses a carbon fiber source 
(Zoltek Panex 35 Continuous Tow pre-preg). The machine is meant to operate under 
cold shell start up conditions to 50% polymer plastic point. And the chamber operat-
ing temperature is assumed to be −17.78°C (0°F) to 48.89°C (120°F).

Aluminum alloys considered are 6061-T6 and 7075-T6. Windings and press frame 
are assumed for this study to be of matched metal type. Compressive strength of 
concrete for resting footprint loading is set at 17.24 MPa (2500 psi). The mechanism 
of operation of the machine assumes that pressure is applied by the injection of work-
ing fluid into a forming chamber cassette that has been loaded into the void area. The 
internal forming chamber cassette is not included in this modeling study. Pressure 
will be applied at full pressure to the side and horizontal walls of the inner yoke plate 
areas. The chamber has a fundamentally uniform cross section that is suited to sec-
tional analysis. Loads will propagate from the inner void, into the yoke plates, into the 
winding frame and ultimately into the composite winding bobbin. Maximum vertical 
deflection at full pressure load of 165.47 MPa (24,000 psi) is assumed to be 6 mm.

If possible, it is desired that the design be low profile in appearance, resembling 
that of a toroidal ellipse section. This is desired to allow the installation and use of the 
machine without the addition of false load floors to support ergonomic reach over 
heights on larger than 1524 mm (60 in) wide forming cartridges. It is also assumed that 
a cosmetic outer cover may be applied to the cylinder design. This cosmetic cover will 
not be included in this design exploration. The project will begin with a baseline devel-
oped from a replication of a purely cylindrical design: “A”. The effects of the loading 
properties will be applied to additional non-cylindrical designs B–E. The purpose of 
these designs is to build conceptual understanding by exploring radically unique cross-
section designs. Based on these findings, special consideration is to be given to develop 
additional sections that may produce a design of reduced weight and cross-sectional 
height vs. a purely cylindrical design. The effects of steel vs. aluminum yoke plates are 
also to be investigated to compare strength to weight to size performance.

In Section 2 of this paper, we introduce the optimal design procedure and the 
design configurations A–E, and E1–E4. Sections 3 and 4 describe the results and 
discussion, and future perspective and opportunities.
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2. Optimal design procedure

2.1 Basic structural configuration and FEA design parameters

Any composite overwrapped pressure vessel (COPV) design requires an analysis 
of the liner, the fiber overwrap, and the interaction between the two. COPV liners 
may be of ductile materials with only minimal load-sharing capabilities, such as 
ductile metal composites [11–19], glass fiber reinforced angle interlock composites 
[20–22], or carbon fiber reinforced composite oriented strand boards [5, 23–29].

The general layout and components of the baseline cross-section design (Section 
“A”) are presented in Figure 2a. The outer diameter of Section “A” is roughly 60 cm. 
The design variables for the optimization of the circular cross-section “A” are presented 
in Figure 2b. These design variables are modified systematically throughout the design 
exploration procedure, allowing for different evolving design configurations.

In the same manner, four different probe locations were defined (Figure 2c) to 
obtain stress and displacement results of the tested cross-section designs and allow 
a quantitative comparison of the effects of each individual design variable, their 
respective interactions and the overall behavior of the different design configura-
tions. These probing locations will be used for all the analysis carried out in order to 
obtain consistent results.

2.2 Yoke plate cutting angle concept

A new design concept referred to as “Yoke plate cutting angle” is introduced as 
a design variable. This unique concept provides control over the stress distribution 
at the yoke plates interface by means of a resulting friction force generated at the 
surface-to-surface contact interface. The angled (non-horizontal) contact interface 
between the yoke plates and side yoke plates allows both plates to work in unison to 
carry the pressure load while still providing some accommodation for stress deflec-
tion by allowing slip plane movement between the plates. The yoke plates’ cutting 

Figure 2. 
(a) General component layout and materials used, (b) general dimensions and design parameters and 
(c) stress-probing locations.



5

Sustainable and Efficient Hydroforming of Aerospace Composite Structures
DOI: http://dx.doi.org/10.5772/intechopen.81505

angle dictates the magnitude of the frictional force occurring at the interface. Thus, 
special attention must be paid to this dimension. A precise yoke plate cutting angle 
definition will allow contact related stresses to be just below the material’s yield, 
while helping reduce the stress of the composite winding. Coulomb dry friction 
is a good starting point to approximate the maximum cutting angle that generates 

Elastic modulus E 71.7 GPa

Poisson Nu .33

Density Rho 2.81e−9

Yield point σ 503 MPa

Table 1. 
Material properties of winding frame and yoke plates. (7075-T6 aluminum).

Figure 3. 
(a) Boundary conditions and mesh, (b) applied loads and (c) contact definitions.
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a “stick” condition (no sliding) between the two surfaces. However, if no sliding 
occurs, stress concentration around the contact interface is bound to rise past the 
allowable limit—thus, some sliding must be ensured to provide stress relief.

2.3 General finite element model setup

2.3.1 Geometry and discretization

All the cross sections to be analyzed are expected to be symmetric in both 
horizontal and vertical directions due to the homogenous pressure that they are 
subjected to. The finite element models constructed, take full advantage of this 
geometric symmetry by simulating only one quarter of each cross section. This 
reduces computational time significantly Table 1.

Solid 3D elements with an approximate global size of 2.5 mm were used to create 
a fine mesh representative of the geometric features (Figure 3a).

2.3.2 Materials

The following material properties were applied to the aluminum yoke plates and 
winding frame:

For the composite winding, carbon fiber prepreg (Zoltek Panex 35) was used. 
This material’s properties are presented in Table 2.

2.3.3 Boundary conditions

Symmetry boundary conditions were applied as shown in Table 3.

Figure 4. 
(a) Updated cross-section assembly without press cylinder tube and (b) updated contact definition.
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2.3.4 Loading conditions

A homogenous pressure of 165 MPa is applied to the inner faces of the yoke 
plates as shown in Figure 3b.

2.3.5 Contact definition

Frictional contacts were defined between the yoke plates and the winding 
frame (Figure 3c). A tie constraint was used to bond the winding frame and the 
composite winding, as it is assumed that no movement occurs between these two 
components.

2.3.6 Section “A” test matrix

Section “A” is a pure circular cross section imitative of that of commercially 
available hydroforming machines with similar operating pressure capabilities. 
However, these dimensions must be optimized for the use of composite winding 
instead of the traditional pre-tensioned steel wire.

The test matrix for the Section “A” optimization is presented in Table 4. The 
non-horizontal angled cut contact interface between yoke plates is introduced as an 
additional design variable with the intention of reducing yoke plates stress, while 
the press cylinder thickness is reduced until it is completely removed.

2.3.7 Updated finite element model without press cylinder

Following the results obtained from the analysis of section “A,” the finite ele-
ment model assembly was modified. The new assembly is essentially the same as the 
original, with the exception that the press cylinder has been removed, and the yoke 
plates were extended to fill out the space of the press cylinder. The same materials 
are used for each component. Likewise, the same symmetry conditions and load 
cases are applied.

Symmetry plane Degrees of freedom

Translation Rotation

Tx Ty Tz Rx Ry Rz

X 0 Free Free Free 0 0

Y Free 0 Free 0 Free 0

Table 3. 
Symmetry boundary conditions.

Elastic modulus 1 E1 134 GPa

Elastic modulus 2 & 3 E2, E3 129 GPa

Poisson ratio Nu12, Nu13, Nu23 0.34

Shear modulus G 4.84 GPa

Density Rho 2.81e−9

Failure stress σ 1903 MPa

Table 2. 
Composite winding material properties (Zoltek Panex 35 carbon Prepreg [30]).
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Figure 5. 
Proposed cross section shapes A, B, C, D, E and E variants.

ID # Composite thickness Press cylinder thickness Yoke plate radius Plate cutting angle

1 30 30 241 0

2 30 30 241 −45

3 30 40 241 0

4 30 30 241 45

5 30 30 241 90

6 30 30 251 45

7 30 30 251 −45

8 30 10 261 −45

9 25 0 261 −45, rounded corners

10 25 0 251 −45, rounded corners

11 25 0 241 −35, rounded corners

12 25 0 241 0

13 25 0 241 0, rounded corner

Table 4. 
Section “A” design configurations test matrix.
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2.3.8 Updated contact definition

Without the press cylinder component, the yoke plates are in direct contact with 
the winding frame, so a new frictional contact was added between these two parts, 
shown in Figure 4b.

2.4 Finite element models for sections “B,” “C,” “D,” and “E”

A similar finite element model and analysis was carried out for the rest of the 
cross-section designs shown in Figure 5. This design aims to determine the effect 
of the reduced overall cross section height, and different curvatures applied to the 
main shape of the cross section. However, due to the removal of the press cylinder, 
the subsequent models were readjusted as previously shown in 2.3.7 & 2.3.8.

2.5 Variations of section “E”

In an effort to improve the performance of the promising section “E”, additional 
designs derived from section “E” were analyzed (Figure 5). Moreover, a design 
matrix (Table 5) was constructed based on defined design parameters: composite 

Table 5. 
Section E variations test matrix.



E
n

viron
m

en
ta

l Im
p

a
ct of A

viation
 an

d
 Su

stain
able S

olu
tion

s

10

Design variables Results (MPa)

ID Composite 

thickness

Plate 

height

Plate length L/H ratio Plate cutting 

angle

Composite

stress at top

Composite 

stress at 

curvature

Top plate 

stress

Side plate 

stress

Displacement

(mm)

13 25 241 241 1 0 665 1807 355 383 2.98

14 25 200 250 1.25 0 1052 2002 587 432 5.21

15 25 200 250 1.25 0 1098 1983 628 538 4.93

16 25 200 300 1.5 0 1434 2173 852 457 8.38

17 25 200 300 1.5 −35 1395 2018 843 777 8.38

18 25 220 242 1.1 45 1428 2268 990 423 9.2

19 25 220 242 1.1 0 791 1762 440 515 3.16

20 30 220 242 1.1 −35 779 1690 519 459 3.36

21 27.5 210 231 1.1 −25 848 1895 467 386 3.25

22 27.5 200 231 1.155 −30 933 1711 533 357 3.71

23 25 206 228 1.1122 −35 910 1863 501.15 750 3.5

24 25 200 228 1.14 −35 979 1991 541 366 3.84

25 25 205 230 1.122 N/A 926 1846 513 445 3.51

26 25 200 225 1.125 N/A 942 1898 518 397 3.4

27 25 201 222 1.1045 N/A 930 2098 503 496 3.22

28 27.5 201 222 1.1045 N/A 876 1796 488 477 3

Table 6. 
Design optimization test matrix.
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thickness, yoke plate material and corner radius. This allowed for a systematic test-
ing procedure to evaluate the performance of the different configurations product 
of the multiple design parameter combinations.

2.6 Section “A”: ellipsoidal optimization

Section “A” was found to offer superior structural properties compared to 
the other designs analyzed in this project. This section allows for the smoothest 
stress distribution along the composite winding. However, as previously stated, 
the design exploration aims to find a cross section with a smaller height, such 
as section “E” (Figure 5). Given the poor performance of the custom designed 
sections (B–E, E1–E4) a new design exploration was carried out by defining the 
main geometry as an ellipse. By varying the major and minor axis dimensions, 
subsequently, a more systematic approach was adopted for the optimization of 
the cross section. Section “A” was used as the starting point, and from there, the 
design variables (Figure 2b) were parameterized. The test matrix for the ellip-
soidal optimization of the cross section is presented in Table 6. Configuration 
13 is the previously optimized circular section and is used as the baseline for 
this  optimization. The objective is to reduce the overall height and material 
usage.

3. Results

3.1 Section “A” optimization results

As part of the optimization process intended to reduce the overall height 
and material usage of the pressure vessel’s cross section, the press cylinder 
was removed from the design. A noticeable lack of stress near the yoke plates 
 interface (Figure 6a) encouraged the addition of an angled cut (non-horizontal) 
interfaces between the yoke plates. The advantages of using a non-horizontal 
yoke plate contact interface are visible in the results for design configurations 
2, 8, 9 (Figure 6b, 9c, & 9d, respectively), as the stress near the contact of the 
yoke plates increases substantially but remains below the material yield point. 
A decrease in the press cylinder stress was also achieved, so the press cylinder 
thickness was gradually reduced (Figur 6c) until it was completely removed from 
the assembly. With the press cylinder removed, we concluded that the angled yoke 
plates’ interfaces were not essential, since a simpler horizontal allowed for stress 
magnitudes within the required limits, as depicted in Figure 6e (configuration 13).  
This resulting cross section design obtained from the optimization process was 
set as the base for the subsequent optimization procedures, and the finite element 
model was modified to account for the removal of the press cylinder, as described 
in 2.3.7 & 2.3.8.

3.2 Section “B,” “C,” “D,” and “E” FEA results

Sections “B,” “C,” “D,” and “E” showed a considerably inferior performance to 
section “A.” However, the surface area of their yoke plates and their overall height 
(with the clear exception of Section “B”) was considerably less than that of section 
“A.” The substandard performance of these sections can be directly associated with 
the change in curvature of the composite winding due to the change in the height-
to-length ratio for the overall cross section. As this ratio increases (height < length), 
the curvature radius decreases, and thus, stress concentrations appear in the 
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composite winding. However, a small length-to-height ratio (height > > length) 
similar to Section “B” is also undesired, as the stress in the side plates increases 
considerably.

As is the case with section “A” results, a noticeable lack of stress near the yoke 
plates interface is observed in the results for sections “B,” “C,” and “D”. Likewise, 
the stress magnitude on the side yoke plates is less than that of the main yoke plates. 
A non-horizontal angled cut contact interface could have been implemented for 

Figure 6. 
Stress results for ellipsoidal section design configurations: (a) configuration 1, (b) configuration 2, 
(c) configuration 8, (d) configuration 9, (e) configuration 13.
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these sections, however, the stress on the composite winding is well above its limit 
in all sections, and thus, the angled contact interface would’ve been of little use 
for these configurations as they were proposed. The results for these sections are 
presented in Figure 7.

3.3 Section “E” variants FEA results

The section E variants appeared to be the ideal candidates for an optimized 
designed. This was not the case, as the E section proved not to be strong enough to 
withstand the applied pressure load. The failure mechanism was primarily located 
in the composite winding, at the inner surface of the corner rounds. To reduce 
the stress at this location, the corner radii must be increased, although to achieve 
this, the height of the yoke plates must be increased, which represents a step back 

Figure 7. 
Stress results for: (a) section “B,” (b) section “C,” (c) section “D,” (d) section “E”.
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toward the original circular cross section design. We concluded that cross sections 
that tightly wrap around the inner slot where the pressure is applied are most likely 
to stress beyond the permissible limit, primarily due to high stress concentration 
around the sharp radii near the corners. Due to the failure of all the design con-
figurations proposed in the test matrix for Section “E” variations (Table 5), only 
the stress results for the baseline configurations for each custom Section E1–E4 are 
provided in Figure 8 to illustrate the stress concentration areas in the different cross 
section designs.

As stated before, none of the custom design sections (B–E & E1–E4) resulted 
in feasible designs. Returning to the last feasible configuration (Section “A,” 
design configuration 13), a new design exploration was carried out by defining 
the main geometry as an ellipse. By varying the major and minor axis dimen-
sions, an ellipsoidal shape with a smaller height was achieved. The design 
intent and evolution are shown in Figure 9, where stress results for key design 
iteration are provided. The minor axis is reduced considerably during the first 
configurations, increasing the length-to-height ratio and consequently the stress 
responses. The minor axis had to be increased back again until the design stress 
limits were met. Different non-horizontal angled cut contact interfaces were also 
tested, such as, 45° and −35° interface angles. Based on results and the original 
idea behind the concept, we concluded that the non-horizontal contact interface 
must have a negative angle (on the right side of the vertical symmetry plane) 
with respect to the horizontal plane to be beneficial for the design (achieve load 
transfer from yoke plate to side yoke plate). The stress results demonstrate that 
the length-to-height ratio is an important design parameter, which must be close 
to 1 to achieve good stress distributions along the composite winding. Regardless 
of the final configuration length-to-height ratio being close to one, i.e., the cross 
section being almost circular, a considerable reduction in cross section height 
was achieved.

Figure 8. 
Stress results for section “E” variations design configurations: (a) section E1, (b) section E2, (c) section E3, 
(d) section E4.
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3.4 Ellipsoidal optimization of circular section “A” FEA results

3.5 Optimization results

A feasible design configuration (Figure 10) resulted from this design explora-
tion (marked green in Table 5). At first view, it appears to be nearly circular, 

Figure 9. 
Stress results for the design configurations produced during the ellipsoidal optimization procedures. 
(a) Configuration 15, (b) configuration 17, (c) configuration 18, (d) configuration 20, (e) configuration 28.
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although it is not. The section has a length-to-height ratio of 1.1045 while maintain-
ing stress concentrations within the allowable limit. The optimized curvatures 
resulting from the specially selected design parameters provide a reduction of up 
to 23% (139 mm) on the total cross section height when compared to the original 
Section “A” design (including press cylinder) (602 mm), or 14% when compared to 
the optimized circular section “A” without the press cylinder. Similarly, the overall 
height of the yoke plates was reduced 25% with respect to the original section “A.” 
One particular drawback of the proposed design is the necessary increase in com-
posite winding thickness. A more detailed sensitivity analysis can help determine 
the optimal composite winding thickness between the bounds set forward by this 
work in order to adjust the maximum stress on both the composite winding and 
yoke plates to be equal to the predefined design stress (yield stress).

Note that the yoke plate surface area subjected to pressure is twice as large as that 
of the side yoke plates. Thus, a greater net force is exerted on the top and bottom 
yoke plates when compared to the side plates. The applied pressure load produces 
outward displacement or expansion of the whole structure. However, the composite 
winding tends to expand more in the vertical direction due to the greater surface 
area producing a higher total magnitude of force. The vertical displacement gener-
ates a contraction of the sides of the composite structure, which opposes the expan-
sive behavior caused by the lateral pressure load. Consequently, the resultant lateral 
forces acting upon the sides yoke plates have a considerably smaller magnitude than 
that of the vertical force. This allows for the use of very side yoke plates, as shown 
in configuration 28. A non-horizontal angled cut is not practical for these design 
configurations due to the reduced width of the side yoke plates. Otherwise, it may 
well be possible to further reduce yoke plate height by means of a non-horizontal 
yoke plate contact interface.

Note that the increase in composite winding thickness may induce additional 
manufacturing costs, which must be studied in detail. The overall advantage of hav-
ing a reduced cross section height must be of significant value to justify the increase 
in cost due to additional composite material. A through manufacturing analysis 
would be beneficial to determine whether the cost of increasing the composite mate-
rial usage or increasing the overall yoke plate size yields the best possible outcome.

3.6 ANOVA: analysis of variance of design variables

Finite element analysis results of each parameterized configuration proposed 
in the test matrix for Section “E” variations were statistically tested to estimate the 

Figure 10. 
Ellipsoidal optimization design configuration 28 stress results.
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effect of each design variable and their possible combined effects on the maximum 
stress. An analysis of variance (ANOVA) of the stress response at a specific point 
in the geometry of each design configuration exposes which design parameter has 
the greatest effect on the composite winding and yoke plate stresses of the model, 
respectively (shown in the form of Pareto charts in Figure 11). In most cases, plate 
height has the greatest effect on both stress and displacement responses, followed 
by the yoke plates material. Aluminum yoke plates show better performance than 
their steel counterparts.

The accumulated effects in Figure 11 are plotted in Figure 12 to illustrate the 
principal and most sensitive response. It can be concluded that Yoke plate stress 
is the most sensitive response to changes in the design parameters for custom 
sections E1–E4.

4. Conclusions

In this study, a multi-physics approach was employed to derive the performance 
of a type of pressure vessel. Pressure loads were transferred asymmetrically through 
multiple materials and geometries. The mechanical properties and FEA of various 
section types were investigated.

Figure 11. 
Effect of design parameter on composite winding stress and yoke plate stress respectively.

Figure 12. 
Accumulative effect of design parameter on composite winding stress and yoke plate stress.
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The results of the study demonstrate that pressure containment of 165.48 MPa 
(24,000 psi) is feasible using carbon fiber bobbin wound over a 7075-T6 yoke 
plate. The simulations show that asymmetric internal loading of a rectangular 
high-pressure zone containing working fluid does indeed create localized hot spots 
of pressure in both the containment windings and the associated yoke plates. The 
primary surprise is that bridge-like bending deflection in the yoke plates is one 
of the major concerns of the system. This bending deflection caused catastrophic 
containment winding failure to occur at the centerline of the outer containment 
windings. Yoke plate deformation would also ultimately cause forming chamber 
deflection and leakage.

The study reinforces the idea that a near-circular cross section provides the best 
overall stress distribution throughout the composite winding. However, this comes at 
the expense of increasing the overall size of the yoke plates. By modifying the design 
parameters, principally the yoke plates’ height, and adjusting the composite winding 
to seamlessly wrap around the new configuration, a reduction in the yoke plate size 
is achieved while attaining stress concentrations below each material limit.

L/H ratio defines the overall curvature of the composite, and the closer it gets to 
1, the better the performance. However, the stress in the composite is most of the 
time less than its strength. The main problem has to do with the yoke plates. Early 
study sections 20–23 have round cross sections, but the stresses induced into the 
yoke plates exceed the yoke plate’s material yield point, thus must be discarded.

Analysis of variance (ANOVA) of the stress responses at a specific point in the 
geometry reveal that yoke plate section height, yoke plate material, and the overall 
cross-section curvature radius (length-to-height ratio) are the driving design 
parameters to achieve a successful and improved solution.

One of the key findings of relevance is the use of an angled wedge integral to 
the upper yoke plate to create a positive pressure transfer shear plane with the side 
yoke plates. This positive surface-to-surface contact area allows for lateral expan-
sion compression pressure loads be transferred into the upper yoke plate as surface 
tension. This additional tension induced into the upper plate helps to stabilize the 
“bridge bending” tendency of the upper and lower yoke plates. It also reduces the 
loads transferred by the side yoke plates into the outer fiber windings by confining 
lateral yoke plate movement expansion.

After testing greatly varied profiles and cross sections, we conclude that a 
near-round ellipse section successfully accommodates a pressure of 165.48 MPa 
(24,000 psi). This is using mildly interfacing yoke plates to balance the structure. 
This solution is conceptually similar to a traditional legacy design section configu-
ration. However, this conclusion is a point of reference - not a final design. It should 
be considered a proof-of-concept validation point that illustrates that a cross section 
can be developed to meet the functional performance criteria required using carbon 
fiber and aluminum in place of steel. As a result, the section as it stands offers a 
significant reduction in weight over the traditional “steel over steel” fabrication 
method. A thin-wall section, light weight, reduction or elimination of press cyl-
inder wall achieves a 65% overall weight reduction in similar design due to a shift 
from steel wound with high tensile steel tape to aluminum wound with carbon fiber.

5. Future perspectives

The pressure containment vessel cross section design can be further optimized 
by using more organic curve geometry instead of the more traditional arc or ellipse 
curvatures to define it. Smooth and progressive curve curvatures are expected to 
allow more gentle and controlled application of pressure load forces.
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An improved lower profile design may be possible with additional design revi-
sions. It is believed that a design that has a near vertical yoke plate outer side wall 
surface to surface interface that also uses the interlocking yoke slip plate design 
concept developed may produce a better overall performance.

The final functional design will also need to accommodate various voids for fluid 
ingress and egress as well as valves, electronics and assembly. The use of surface typol-
ogy optimization will allow the extraction of as much unnecessary sectional mass as 
possible. This will be helpful in establishing the correct location of these voids.
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